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ASTM F 945
 Stress Corrosion of Titanium Alloys
 by Aircraft Maintenance Materials (Method A)

Proce
Procedure: 
Test specimens are covered with solution for one minute to wet, dried in
oven at 100°F for 1 hour, then baked at 900°F for 8 hours. Test specimens
are mounted for metallographic evaluation and examined at 500X.

Per manufacturer: Tests performed using AMS 4916 titanium only.

	Dilution
	OBSERVATION
	RESULT

	3 percent
	No evidence of cracking.
	Conforms

	5 percent
	No evidence of cracking.
	Conforms
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